
(1)

Comparison of the Performance of USY, REHY, REY and Their Composites
 in the Catalytic Cracking of Fang Gas Oil

Prasit  Songtuan

Master of Engineering Thesis in Chemical Engineering
Prince of Songkla University

2002


	Comparison of the Performance of USY, REHY, REY and Their Composites
	in the Catalytic Cracking of Fang Gas Oil
	Prasit  Songtuan


