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บทคัดยอ

   ดานสัมผัสเนื้อเยื่อของฟนปลอมอะคริลิกยังคงมีความหยาบผิวและรูพรุนเล็กๆ  ซ่ึง
ในการใชงานอาจทําใหเกิดการสะสมของแผนคราบจุลินทรียและเชื้อจุลชีพตางๆ โดยเฉพาะ
เชื้อ  C. albicans ซ่ึงเปนเชื้อฉวยโอกาสและมีความสัมพันธกับการเกิดปากอักเสบเหตุฟนปลอม
การเคลือบผิวเรซินอะคริลิกเปนวิธีการหนึ่งที่สามารถปดรูพรุนเหลานี้ ทําใหพ้ืนผิวมีความเรียบ
มากขึ้นและอาจสามารถลดการยึดเกาะของ C. albicans ได  การศึกษานี้มีวัตถุประสงคเพ่ือ
1) ประเมินผลของการเคลือบผิวเรซินอะคริลิกดวยวัสดุ 3 ชนิด (Monopoly  Palaseal® และ
Glaze®) ตอการยึดเกาะของ C. albicans   2) ประเมินความหยาบผิวของเรซินอะคริลิกที่ถูก
เคลือบดวยวัสดุทั้ง 3 ชนิด 3) ประเมินความสัมพันธระหวางความหยาบผิวของเรซินอะคริลิก
และการยึดเกาะของ C. albicans  

   เตรียมชิ้นตัวอยางเรซินอะคริลิกชนิดบมตัวดวยความรอนแบบไมมีสี ขนาด 15 x 15
x 0.7 มิลลิเมตร จํานวน 192 ชิ้น แบงตัวอยางเปน 4 กลุม คือ กลุมที่ไมเคลือบ และกลุม
ที่เคลือบดวย Monopoly  Palaseal® หรือ Glaze®  แตละกลุมถูกแบงเปน 4 กลุมยอย
เพ่ือศึกษาการยึดเกาะของ C. albicans  ที่เวลาตางกัน คือ หลังเคลือบทันที และหลังแชใน
นํ้ากลั่นที่อุณหภูมิหองเปนเวลา  7 วัน 30 วัน และ 60 วัน วัดคาความหยาบผิวเฉลี่ย (Ra) ของ
ตัวอยางทุกชิ้นกอนและหลังการเคลือบผิวดวยเครื่อง profilometer กอนจะนําไปทดลองการ
ยึดเกาะของ C. albicans  ในการทดลองการยึดเกาะของ C. albicans ชิ้นตัวอยางจะอยูในสาร
ละลายเชื้อ (ความเขมขน 1x107 เซลล/มิลลิลิตร) เปนเวลา 1 ชั่วโมง ที่ 37°C  จํานวนเชื้อ   ที่
ยึดเกาะจะถูกนับภายใตกลองจุลทรรศนที่กําลังขยาย 400 เทา
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 คาความหยาบผิวเฉลี่ยโดยรวมในทุกชิ้นตัวอยางกอนการเคลือบผิว มีคาเฉลี่ย เทากับ
1.07±0.3  ไมโครเมตร (0.6 ถึง 1.73 ไมโครเมตร) ภายหลังการเคลือบผิวทันที กลุมที่เคลือบ
ดวย Palaseal® Glaze® และ Monopoly มีคาความหยาบผิวเฉลี่ย เทากับ 0.24±0.17  0.82±
0.23 และ 0.85±0.29 ไมโครเมตร ตามลําดับ ในการแชนํ้าถึง 60 วัน คาความหยาบผิว-เฉลี่ย
ของทุกกลุมที่มีการเคลือบผิวมีแนวโนมเพ่ิมขึ้น แตไมมีนัยสําคัญทางสถิติ ยกเวนกลุมที่เคลือบ
ดวย Monopoly และผานการแชนํ้า 60 วัน มีความหยาบผิวเพ่ิมขึ้น 0.12 ไมโครเมตร อยางมีนัย
สําคัญ เม่ือทดสอบดวยสถิติการวิเคราะหความแปรปรวนทางเดียว และการเปรียบเทียบเชิงซอน
แบบ Tukey HSD ที่ระดับความเชื่อม่ันรอยละ 95

  การเคลือบผิวดวยวัสดุทั้ง 3 ชนิด สามารถลดจํานวนการยึดเกาะของ C. albicans ได
โดยรวมเฉลี่ยรอยละ 85 ที่เวลาหลังเคลือบทันที และรอยละ 49-56 หลังการแชนํ้า เม่ือเปรียบ
เทียบกับกลุมไมเคลือบ  อยางไรก็ตาม เน่ืองจากคาเบี่ยงเบนมาตรฐานที่มีคาสูง มีเพียงกลุมที่
เคลือบดวย Palaseal® ที่เวลาหลังเคลือบทันที ที่มีจํานวนการยึดเกาะของเชื้อต่ํากวา  กลุมไม
เคลือบอยางมีนัยสําคัญ การวิเคราะหความสัมพันธระหวางคาความหยาบผิวเฉลี่ยและจํานวน
การยึดเกาะของเชื้อ ดวยสถิติการวิเคราะหความสัมพันธแบบเพียรสัน ที่ระดับความ-เชื่อม่ันรอย
ละ 95 พบวา มีความสัมพันธกันในรูปเชิงเสน โดยมีคาสัมประสิทธิ์ความสัมพันธเทากับ 0.205

   จากผลการศึกษาในการทดลองนี้ แสดงใหเห็นวา การเคลือบผิวเรซินอะคริลิกดวย
Monopoly  Palaseal® หรือ Glaze®  ทําใหการยึดเกาะของ C. albicans มีแนวโนมลดลง ตั้งแต
หลังเคลือบทันทีถึง 60 วันของการแชนํ้า
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Abstract

Presence of surface roughness and microscopic voids on the fitting surface of
the acrylic denture allows colonization of opportunistic pathogen, e.g. C. albicans, and
plaque accumulation. Such phenomenon leads to denture stomatitis. Therefore, it was
hypothesized that coating the acrylic surface reduced the microscopic voids and might
be able to reduce the adherence of C. albicans. The purpose of this study was to
investigate 1) the effect of three acrylic resin coatings (Monopoly, Palaseal®, and
Glaze®) on the adherence of C. albicans, 2) the surface roughness of the coated acrylic
surface, and 3) the relationship between the surface roughness of acrylic resin and the
adherence of C. albicans.

One hundred and ninety two heat-polymerized clear acrylic resin samples
(15 x 15 x 0.7 mm) were prepared. The specimens were randomly divided into four
groups: uncoated, and coated with Monopoly, Palaseal®, and Glaze®. Each group was
further divided into four subgroups for assessment of the adherence of C. albicans at
various times; after coated immediately and after immersed in sterile-distilled water at
room temperature for 7, 30, and 60 days. Profilometry was used to determine the
average surface roughness (Ra) of specimens both before and after coating. For the
adherence assays, the acrylic samples were placed in yeast suspension (concentration
1x107 yeast cells/ml) for one hour at 37°C and the number of yeast attached per unit
area was counted microscopically (400x).
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The average Ra value of all specimens, before coating, was 1.07±0.3 µm
(0.6-1.73 µm). At day 0, the Palaseal®, Glaze®, and Monopoly coated groups exhibited
Ra values 0.24±0.17, 0.82±0.23, and 0.85±0.29 µm, respectively. Ra values in all
coated groups increased after water immersion. However, the changes were not
significantly different from after coated immediately except for the Monopoly coated
group at day 60 (increased 0.12 µm), as tested by one-way ANOVA and multiple
comparison-Tukey HSD at 95% confidence level.

All coatings appeared to decrease the adherence of C. albicans on the surface
up to approximately 85% at day 0 and 49%-56% at the later times, comparing to the
uncoated groups. However, due to the high standard deviations of the counted number
of yeasts, only the group coated with Palaseal® at day 0 was significantly different from
the uncoated group. Pearson’s correlation indicated a positive correlation between the
Ra values and the mean number of adherent cells, at 95% confidence level (r=0.205).

These results suggested that coating acrylic resin with Monopoly, Palaseal®, and
Glaze® tended to reduce the adherence of C. albicans for up to 60 days.


