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บทคัดย่อ 
 

ในงานวิจัยนี้ท าการศึกษาผลของการเจือธาตุต่อเฟส สัณฐานวิทยาและสมบัติตัวเร่งปฏิกิริยาทางแสง
ของโลหะโมลิบเดตและโลหะทังสเตที่เตรียมโดยวิธีไฮโดรเทอรมอล ซึ่งสารที่สังเคราะห์ได้ถูกหาลักษณะเฉพาะ
ด้ ว ย เ ค รื่ อ ง มื อ ต่ า ง  ๆ  เ ช่ น  เ ค รื่ อ ง  X-ray diffraction (XRD) เ ค รื่ อ ง  Fourier transform infrared 
spectroscopy (FTIR) เครื่อง Raman spectroscopy การหาพ้ืนที่ผิวของ BET เครื่อง scanning electron 
microscopy (SEM) และ เครื่อง transmission electron microscope นอกจากนี้สมบัติตัวเร่งปฏิกิริยาทาง
แสงของโลหะโมลิบเดตและโลหะทังสเตทถูกประเมินโดยการย่อยสลายสีย้อมภายใต้แสงที่มองเห็นได้   

 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 
 



 
 

Abstract 
 

In this research was studied the effects of metal doping on phase, morphologies and 
photocatalytic properties of metal molybdate and metal tungstate by hydrothermal method. 
The as-synthesized products were characterized by   X-ray diffraction (XRD), Fourier transform 
infrared spectroscopy (FTIR), Raman spectroscopy, BET surface area, scanning electron 
microscopy (SEM) and transmission electron microscope. The photocatalytic properties of metal 
molybdate and metal tungstate were evaluated by degradation of dry under visible radiation.  
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